
Product name
Density,

g/cm3

Humidity 

(H2O), %

V₂O₅ > 98,5 +125 µm < 5,0

Al₂O₃ < 1,0 +63 µm 40-50

Fe₂O₃ < 0,1 +45 µm 5-10

SiO₂ < 0,1 -45 µm 45-50

Other < 0,3

Сhemical 
composi�on, % 

Sieve Analysis, %

Vanadium oxide 

powder
0,8 ≤1,0
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